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802 Random Sampling
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T 97 Flexural Strength of Concrete (Using Simple Beam with Third-

Point Loading)
T 119 Slump of Hydraulic Cement

T 121 Mass per Cubic Meter (Cubic Foot), Yield, and Air Content

(Gravimetric) of Concrete
T 141 Sampling Freshly Mixed Concrete

T 152 Air Content of Freshly Mixed Concrete by the Pressure Method
T 196 Air Content of Freshly Mixed Concrete by the Volumetric Method
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AASHTO T 196 Calibrating VVolumetric Air Meters
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